
HETT ( 3TG ÁÌ. t. ) 

e 630. h 4, ,318. , gat, 378HGIEI 382445. 
H9: (079) 40103900-902, ha: (079)-40083905 
$H7: cipetahmd @gmail.com, ahmedabad@cipet.gov.in 
aasewww.cipet.gov.in 
HY: fe, fus, -600 032 

jaT: s / Series:D 

Ahmedabad 382424 

Test Report as per Standard: 

Ì/ Issued to : Cognoscent Sustainability Private Limited i/ Test Report No: 
E/201, Dev Paradise. 

Chandkheda. 

d) Code No. 

a) Name of Sample ( as stated by party) 
b) Grade / variety / type / size / class 
c) Declared value, if any 

f) Quantity 

ftz yitgur hs /PLASTIC TESTING CENTRE 

qitgur fue/ TEST REPORT 

g) Mode of Packing 
h) Date of Receipt 

e) Batch No. and Date of Manufacture 

i)Date of Starting 
) Date of Completion 
k) Sealed or not 

frde cIPET 

l) Any other information 

taken and result derived 

P 

As per part C 

25001-30000/D-AUG-24/R.O. 

c) Deviation from the test method 

PARTICULARS OF SAMPLE SUBMITTED 
Cornstarch Containers 

PART A 

: NA 

: 
: NA 
: 

: 

: 

NA 

NA 

a) Reference to sampling procedure 
b) Supporting documents for the measurement 

CIPET: INSTITUTE OF PETROCHEMICALS 
TECHNOL0GY (PT) 

(Formerly Central Institute of Plastics Engineering & Technology) 
Department of Chenicals & Petrochermicals 

Ministry of Chemicals & Fertilizers, Govt. of India 
Plot No. 630, Phase-IV, G.I.D.C. Vatva, Ahmedabad-382 445. 

Tele.: (079) 40103900-902, Fax (079) 40083905 
E-mail: cipetahmd@gmail.com, ahmedabad@cipet.gov. in 

Web. :www.cipet.gov.in 
Head Office : CIPET, Guindy, Chennai -600 032 

fai5/ Dated 

05 Nos 

: NA 

HcÝ/ Your Ref. No. 

fit/Dated 

Packed in bag 
02.07.2025 

: 03.07.2025 

: NA 

04.08.2025 

PART B 

as prescribed in relevant work Instructions, if any 

SUPPLEMENTARY INFORMATION 

H.4 /S.L. No. 

Head Office : CIPET, Guindy, Chennai - 600 032 

29695 

1468 

27.08.2025 

Letter 

02.07.2025 

Samples Supplied by the Party 

As per Part C 

Not Applicable 
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oe 630, h¡ 4, .s st t.. CAT, SEYGIAIE- 382445. 
qHT: (079) 40103900-902, bH: (079)-40083905 
$t:cipetahmd@gmail.com, ahmedabad @cipet.gov.in 
deHISTwww.cipet.gov.in 
SAGU: T, Arust, t-600 032. 

Cornstarch Containers 

Sr. 

No. 

1 

2 

NOTE 

PLA Transparent Bottles 

Material ldentification 

Over all Migration Test 

REMARKS 

40°C Temperature, 10 days in 
distilled Water 

Test 

: 

a. 

coIfes qrarur /PLASTIC TESTING CENTRE 

1 
2 
3 

Nil 

f CIPET 

Note : i) Statement of Conformity & Decision Rule (if any): NA 
ii) Opinion & Interpretation: NA 

PART C 

Authorised Signatory 

Test Methcd 

TEST RESULTS 

IDC by Braun 

/ BHARATH K. L. 

IS 9845 

The results related only to the items tested 

Haii saart / TECH. OFFICER 

CIPET: INSTITUTE OF PETROCHEMICALS 
TECHNOLOGY (PT) 

(Formerly Central Institute of Plastics Engineering & Technology) 
Department of Chemicals & Petrochemicals 

Ministry of Chemicals & Fertilizers, Govt. of India 
Plot No. 630, Phase-V, G..D.C, Vatva, Ahmedabad-382 445. 

Tele.: (079) 40103900-902, Fax: (079) 40083905 
E-mail: cipetahmd@gmail.com, ahmedabad@cipet.gov.in 

Web : www.cipet.gov.in 
Head Office: CIPET, Guindy, Chennai -600 032. 

PART D 

Unit 

mg/ltr 
mg/dm? 

4 The results stated above related only to the items tested. 

Test Report No.: 1468 
Dated: 27.08.2025 

The report shall not be reproduced in full/part without written approval of the laboratory 

ResultsOitained 

This Test Report/Certificate is issued only for the samples submitted to CIPET. 

Starch base Material 

1.8 

5 The quality of the subsequent production lot has to be ensured by the purchaser. 

Head Office : CIPET, Guindy, Chennai - 600 032. 

0.18 

Audjsitdhutory 
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a ara/ KIRTI TRIVEDI 
a. Ra. IRara/SR. TECH. OFFICER 


